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Fe3O4 (Fd3m), Cu K 1 Observed
Fit (pseudo-Voigt)
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Fe3O4 calc. (a = 8.396 Å, JCPDS 19-0629)

-Fe2O3 (a = 8.3515 Å, JCPDS 39-1346)


